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 Member of the SGS Group (SGS SA)  

  

AMCHEM PRODUCTS PRIVATE LIMITED 

98,ECOTECH 12 
GREATER NOIDA WEST 
GREATER NOIDA, Uttar Pradesh 201306 
INDIA 
CONTACT PERSON : TANZEEM KHAN 

 

THE FOLLOWING SAMPLE(S) WAS/WERE SUBMITTED AND IDENTIFIED BY/ON BEHALF OF THE CUSTOMER AS : 

SAMPLE NO       : CHN25-0017034-0001 

SAMPLE DESCRIPTION : DRYTHANE STD PU COATING 

COLOUR : / 

FIBER CONTENT  : POLYURETHANE 

END USE : POTABLE WATER TANK 

COUNTRY OF ORIGIN : INDIA  

COUNTRY OF DESTINATION : INDIA 

LAB PROVIDED DETAILS: :  

CONDITION OF SAMPLE : GOOD 

THE LOCATION OF  
PERFORMANCE OF THE 
LABORATORY ACTIVITIES 

: SGS CHENNAI 

SAMPLE RECEIVING DATE : Aug 21 2025 

TEST PERFORMING PERIOD : Aug 21 - Sep 08 2025 

 
Item  Test parameters  Conclusion Remarks 

1 
FDA 21 CFR 175.300 (Resinous And Polymeric 
Coating)- Determination Of Amount Extractives 

PASS    

 

     TEST(S) RESULT & METHOD: PLEASE REFER TO NEXT PAGE(S). RESULTS APPLY TO THE SAMPLE AS    
     RECEIVED  
 
 

     ND - Not Detected; RL - Reporting Limit; Req - Requirement; 
 

Signed for and on behalf of: 
SGS INDIA PVT LTD 

 
Gnanavel G 
JUNIOR EXECUTIVE 
Authorized Signatory-Hazardous & Restricted Substances 
Email your Test Report Related 
Enquiries at Feedback.SLT@sgs.com 

http://www.sgs.com/
mailto:Feedback.SLT@sgs.com
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        FDA 21 CFR 175.300- (Resinous And Polymeric Coating)- Determination Of Amount Extractives 
        
        Test Method: In-house method (SO-IN-C&P-TE-141) BASED ON U.S 21 CFR Food and Drugs Administration 175.300 
 
          
         For single use with capacity exceed 1 gallon: 
        

Extractants Test Condition Result 
(mg/inch²) 

Reporting Limit 
(mg/inch²) 

Permissible Limit 
(mg/inch²) 

Distilled water 120°F for 24 hours ND 0.5 1.8 

8% Alcohol 120°F for 24 hours ND 0.5 1.8 

n-Heptane 70°F for 30 minutes ND 0.5 1.8 

 
        Note:  
                 1.mg/inch² = milligram per square inch 
                 2.°F=degrees Fahrenheit 
                 2.ND = Not Detected 
          
     
 Comment: The above test is subcontracted to SGS India pvt ltd., Manesar branch 
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SAMPLE IMAGE  
 

 
 

***** End of Report***** 
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