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TEST REPORT
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ITL LABS PVT. LTD.

Govt. Approved Test House

B-283-284, Mangolpuri, Industrial Area, Phase-l, Delhi-110 083

Ph.:+91-11-44713445, 9810107619

E-mail : itllabs@gmail.com
Approval No. : NW3({14)/LAB

Report Number:C2022051000220

Sender / Party

AMCHEM PRODUCTS PVT.LTD,
a-79 Sector 58, Noida 201307

Sample Name

DRYTHANE HE400

Letter Reference No. N.S Date 09/05/2022

Mfgd. By AMCHEM PRODUCTS PVT.LTD.

Supplied by AMCHEM PRODUCTS PVT.LTD.

Batch No. N.S Batch Size N.S

Mfgd. Date N.S Sample Qty 150 ml

Exp. Date N.S Lic.No. N.S

Sample Packing Aluminium container Protocol ASTM D 3960-06

S. No.[Parameters | Test Result | Requirements
1. |Solid content [ 99.98% | Not specified

Remarks : Receipt date: 10/05/2022, Test started on : 25/05/2022

HooRkok End of Report FdEE

Date of Completion

22/12/2022
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ITL LABS PVT. LTD.

Govt. Approved Test House

B-283-284, Mangolpuri, Industrial Area, Phase-I, Delhi-110 083
Ph.:+91-11-44713445, 8810107619

E-mail : itlabs@gmail.com

TEST REPORT Approval No. : NWS(14)/LAB

I(l;l Iz!l(l)“;gllglé 15"%_"[']"{;I ll Iél Page : 1/1 Report Number:C2022051000160
Sender / Party AMCHEM PRODUCTS PVT.LTD.
a-79 Sector 58, Noida 201307
Sample Name DRYTHANE
Letter Reference No. N.S Date 09/05/2022
Mfgd. By AMCHEM PRODUCTS PVT.LTD.
Supplied by AMCHEM PRODUCTS PVT.LTD,
Batch No. N.S Batch Size N.S
Mfgd. Date N.S Sample Qty | 150 ml
Exp. Date N.S Lic.No. N.S
Sample Packing Aluminium container Protocol ASTM D 3960-06
S. No.|Parameters | Test Result | Requirements
1. |Solid content [ 99.97% | Not specified

Remarks : Receipt date: 10/05/2022, Test started on : 25/05/2022

Aok End of Report FArEE

Remarks: The no. of parameters tested is 1 only. The test report is issued subject to the Terms and s entioned
overleaf ;

e/
y
Person W Charge

ey

Date of Completion 22/12/2022

Fi7.8/10 '_MS-AHZ

QUALITY |
Pt R e
. IV\“ \\‘




ITL LABS PVT. LTD.

Govt. Approved Test House

B-283-284, Mangolpuri, Industrial Area, Phase-1, Delhi-110 083
Ph.:+91-11-44713445, 9810107619
E-mail  itllabs@gmail.com

Approval No. : NWS(14)/LAB

TEST REPORT
"(;lgléll;!lgll(l;lglllllélhlll I Iél Page : 1/1 Report Number:C2022051000180
Sender [ Party AMCHEM PRODUCTS PVT.LTD.
a-79 Sector 58, Noida 201307

Sample Name DRYTHANE PLUS
Letter Reference No. N.S Date 09/05/2022
Mfgd. By AMCHEM PRODUCTS PVT.LTD.
Supplied by AMCHEM PRODUCTS PVT.LTD.
Batch No. N.5 Batch Size N.S
Mfgd. Date N.S Sample Qty | 150 ml
Exp. Date N.S Lic.No. N.S
Sample Packing Aluminium container Protocol ASTM D 3960-06
S. No.[Parameters ] Test Result | Requirements

1. |Solid content | 100% | Not specified

Remarks : Receipt date: 10/05/2022, Test started on : 25/05/2022
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TEST REPORT

ITL LABS PVT. LTD.

Govt. Approved Test House

B-283-284, Mangolpuri, Industrial Area, Phase-, Delhi-110 083

Ph.:+91-11-44713445, 9810107619
E-mail : itllabs@gmail.com
Approval No. : NWS(14)/LAB

0 Page : 1/1 Report Number:C2022051000200
Sender / Party AMCHEM PRODUCTS PVT.LTD.
a-79 Sector 58, Noida 201307

Sample Name DRYTHANE ALIPHATIC
Letter Reference No., N.S Date 09/05/2022
Mfgd. By AMCHEM PRODUCTS PVT.LTD.
Supplied by AMCHEM PRODUCTS PVT.LTD.
Batch No. N.S Batch Size N.S
Mfgd. Date N.S Sample Qty | 150 ml
Exp. Date N.S Lic.No. ‘N.S
Sample Packing Aluminium container Protocol ASTM D 3960-06
S. No.|Parameters | Test Result | Requirements

1. |Solid content | 100.% I Not specified

Remarks : Receipt date: 10/05/2022, Test started on : 25/05/2022

#kkkk  End of Report **x**
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Date of Completion 22/12/2022

Remarks: The no. of parameters tested is 1 only. The test report is issued subject to the Terms and C tioned
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